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Over molding process : Heat press + Injection molding
Expected material : TAFNEX™ + PP compounding material

Over molding process can integrate heat process and
injection molding process without adhesive.
High speed transportability is important for pre heating process.

LINK : TAFNEX™ | Thermoplastic Random Sheet
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https://tafnex.eu/thermoplastic-random-sheet

